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MISSOURI S&T NONDESTRUCTIVE EVALUATION OF BRIDGE DECKS - PILOT STUDY

TASK ORDER CONTRACT NO. TRYY1308

BRIDGE NO: A2966

FACILITY CARRIED: MO 95

DATE INVESTIGATED: 10-15-2012

COMMENTS:

CP=CONCRETE PATCH

AFP=ASPHALT FILLED POTHOLE

TC=TRANSVERSE CRACK

PSPA E-W AND N-S CORRESPONDS TO DIRECTION OF TEST (EAST AND WEST, NORTH AND

SOUTH)

NUMBERS IN PARENTHESIS CORRESPONDS TO PHOTOGRAPHS


