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2ND LAYER:

#6 (DIAMETER=0.75")

DIRECTION: TRANSVERSE

SPACING: 6.5" O.C.

OVER BENT:

#4 (DIAMETER=0.5")

DIRECTION: LONGITUDINAL

SPACING: 12" O.C.

DIMENSIONS:

TOTAL LENGTH: 206' - 5"

SPAN 1 LENGTH: 63'' - 10.125"

SPAN 2 LENGTH: 80' - 0"

SPAN 3 LENGTH: 62' - 6.875"

TOTAL ROADWAY WIDTH: 30' - 0"
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SCALE (NORMALIZED DECIBELS)

MISSOURI S&T NONDESTRUCTIVE EVALUATION OF BRIDGE DECKS - PILOT STUDY

TASK ORDER CONTRACT NO. TRYY1308

BRIDGE NO: K0197

FACILITY CARRIED: MO 68

DATE INVESTIGATED: 11-28-2012

COMMENTS:

DECK CONTAINS ASPHALT OVERLAY IN GOOD VISUAL CONDITION

NO SIGNIFICANT VISIBLE DETERIORATION PRESENT ON DECK SURFACE


